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Concrete Canvas® GCCM

Concrete Canvas® GCCM* (CC) meets the fire regulations and
demands for many interior and exterior public localities. CC is
fire-safe, does not contribute to the surface spread of flames,
has a low level of smoke development and minimal hazardous
gas emissions.

Euroclass System

Previously, depending on the type of locality, fire safety
requirements varied from country to country. The Euroclass
system s replacing these earlier national classification systems,
which formed obstacles to trade. This new classification system
forthe reaction tofire properties of building construction products
has been introduced in Europe by COMMISSION DECISION
(2000/147/EC) of 8 February 2000 implementing Council
Directive 89/106/EEC (Ref. OJ L 50, 23.2.2000). It consists
of two sub systems, one for construction products excluding
floorings, eg. wall and ceiling surface linings and another similar
system for floorings. A class marked with capital letter from
A to F indicates product behaviour in different stages of fire
development of which classes A1 and A2 are non combustible
products (see table below). Additional information about smoke
and flaming droplets release is marked in subscript e.g. A2 s1d0.
The Euroclass system additionally defines the test methods
according to which construction products shall be categorised.

The system is divided into various classes in accordance to the
following:

A1 Non-flammable materials No contribution to fire

A2 Non-flammable material No noticeable contribution to fire
B Flammable Little or no contribution to fire

C Flammable Limited contribution to fire

D Flammable Contributes to fire

E Flammable Major contribution to fire

F Flammable Not within classes A1-E

CC has achieved the classification:

B-s1, d0

This classification is the highest possible for flammable materials
and can be broken down as below.

B | The panels contribute little or insignificantly to fire.

The panels contribute little or insignificantly to the

s1 development of smoke.

The panels do not create flaming particles or droplets
do ; .
when subjected to fire.
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The information contained herein is offered free of charge and is, to the best of our knowledge, accurate. However, since the circumstances and conditions in which such information and the products discussed therein can be used may vary and are beyond our control, we make no warranty, express

© Concrete Canvas Ltd. 2018 or implied, of merchantability, fitness or otherwise, or against patent infringement, and we accept no liability, with respect to or arising from use of such information or any such product. Patent and Trademark information can be found here: http:/fwww.concretecanvas.com/patent-rademark-info




